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Test METHOD TYPICAL RESULTS
NLGI Grade - 3
Thickener Type - Lithium 12-OH
Color Visual White
Texture - Smooth
Penetration @ 25 °C (Worked 60-Stroke) ASTM D217 235
Penetration @ 25 °C (Worked 104 Strokes) ASTM D217 238
Dropping Point, °C ASTM D2265 205
Copper Strip Corrosion ASTM D4048 la
Viscosity Kinematics
@40 °C, cSt ASTM D445 175.48
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Determination to Continuous Quality and Service
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