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Test METHOD TYPICAL RESULTS

NLGI Grade 3
Thickener Type Aluminum Complex
Texture Transparent
Color Amber
Penetration @ 25°C ASTM D-217 225
Dropping Point, 0C ASTM D-2265 302
Timken OK Load, lbs (Min) ASTM D-2509 45
Oil Separation @ 100°C, %wt (Max) ASTM D-6184 0.2
Viscosity Kinematics ASTM D-445

@ 40 °C, cSt 181.2
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