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PULZAR LS GEAR MAX
Test METHOD TYPICAL RESULTS

SAE Grade SAE J300 80W-90 85W-140
API Service SAE J183 GL-5, MT-1 GL-5, MT-1
Flash Point, °C ASTM D92 220 230
Viscosity

@ 400°C, cSt ASTM D445 171.7 422.0

@ 100°C, cSt ASTM D445 16.25 28.86
Viscosity Index ASTM D2270 95 95
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